
 

   Product quality inspection report        
 

客户名称或编号：                                  报告编号：

2023060901 

Name product grade 
product 

standard 
product status date in produced 

nickel 

strap 
N6 0.15*10 M 2023-6-9 

检 

测 

内 

容 

chemical component (%) 

NI+Co C Si P S Fe 
99.9 0.0127 0.0015 ≤0.0001 0.0004 0.0043 
Cu Zn As Sn Sb Pb 

0.0018 ≤0.0001 ≤0.0001 ≤0.0001 0.0002 0.0006 
Bi Cd Mn Mg Co Other 

≤0.0001 ≤0.0001 0.0002 ≤0.0001 0.0013 0.3554 
 

thickness (mm) breadth (mm)  
hardness 

(HV) 

Whether 
it conforms 
to Allowable 
deviation and 
Status 
requirement ? 

Yes 

0.149 10.02  85 

0.148 9.99  88 

0.149 9.98  84 

0.147 10.01  87 

     0.149 10.02  86 

 Resistance to bending 
 

≥  12  次 

surface quality 

Dark spot: Yes or no √  
Peeling: Yes or no √  
Scratch: Yes or no √  
Oxidation: Yes or no √ 

 

inspect the conclusion qualified 

执行标准：GB/T 2072-2020      检验章：           批号：2023060901 

 

本公司镍带材料根据贵公司技术要求生产及检验符合贵公司标准。 

 

抽样者：张琼            检验者： 韩  君          核  准： 张荣猛       


